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EXAMPLE SAMPLE ASBESTOS TEST REPORT 

 
 

 
 
Dear Client 

 
With reference to the bulk sample analyzed for asbestos content, and taken from 
……………………..we hereby submit the following report: 

 
Ref: 2020 AJ23 
Date of report: 04 February 2020 
Client: HRS Roofing Solutions 
Sample taken from:  CAPE TOWN 
Analysed by:  
Date Analyzed: 4th February 2020 
Instruction: Analyze sample for asbestos content.  
Evaluation strategy: HSG 248. The analysts’ guide for sampling, analysis and clearance 

procedures.  
Equipment used: Zeiss Axio Microscope fitted with Polarization mode enhancement for asbestos 

content determination. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

  



EXAMPLE SAMPLE ASBESTOS TEST REPORT 

 

 

2. RESULTS:  
 
 

 
Sample Sample Date of sample Sample Description Comments Standard 

No: Date analysis     
2020-041-  28.01.2020  04.02.2020  Bulk Sample: Rooftile. 

BS1       

           
The bulk sample 2020-041-BS1 analyzed on the 4

th
 of 

February 2020 is positive for asbestos content. The type of 
asbestos identified is Chrysotile. 

 
 

The sample analysis was carried out in accordance with bulk 

sample analysis standard HSG 248, the analysts’ guide for 

sampling, analysis and clearance procedures. 

 
 

Positive for  HSG 248. 
asbestos content.   
The type of   
asbestos identified   
is Chrysotile.   

   


